
Sign Sheeting Materials

Phoenix, Arizona DOT
State Test Deck Data

Submittal Year 2000 

SSM Number SSM-0850 

Manufacturer Avery Dennison 

Sheeting Name 6500/7500, HP, PS 

Sheeting Lot 4763W3 

Sheeting Color White 

Component Type Overlay 

Component 
Number OL-2000 

Component Color Red 

Component Lot 0C09F600210232987B 

Coefficient of Retroreflection (R')
Light Tunnel - (cd/lux/m2) 

Ent/Obs -4 / 0.2

 Initial 1 year 2 year 3 year

Rotation 0° 90° 0° 90° 0° 90° 0° 90°

Sample A 204 188   264 271 311 329 

Sample B 201 209   266 278 295 335 

File Specimen 200 207   212 226 180 192 

Ent/Obs +30 / 0.2

 Initial 1 year 2 year 3 year

Rotation 0° 90° 0° 90° 0° 90° 0° 90°

Sample A 82 93   102 125 114 149 

Sample B 82 100   96 116 106 141 

File Specimen 85 96   90 97 72 84 

Portable Reflectometer Reading (0° and 90°) 

 Initial 6 month 1 year 2 year 3 year

Rotation 0° 90° 0° 90° 0° 90° 0° 90° 0° 90°

Sample A 215  229  275  367  331  

Sample B 223  234  285  411  329  

File Specimen 207  220  217  228  220  

Portable Reflectometer Reading (Annular) 

 Initial 6 month 1 year 2 year 3 year

Sample A      

Sample B      

File Specimen      
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Color Coordinates - Laboratory Instrument 

  Initial 1 year 2 year 3 year

Avg. (A + B)

x 0.681  0.630 0.577 

y 0.312  0.320 0.308 

Lum. Fact. 
(%) 5.100  8.140 10.507 

File Specimen

x 0.683  0.670 0.660 

y 0.312  0.310 0.313 

Lum. Fact. 
(%) 5.200  5.410 5.767 

Color Coordinates - Portable Instrument 

  Initial 6 month 1 year 2 year 3 year

Avg. (A + B)

x 0.678 0.658 0.641 0.547 0.571 

y 0.309 0.314 0.315 0.297 0.302 

Lum. Fact. (%) 5.360 6.480 7.730 11.920 10.600 

File Specimen 

x 0.677 0.680 0.680 0.676 0.665 

y 0.310 0.310 0.312 0.309 0.311 

Lum. Fact. (%) 5.400 5.380 5.160 5.400 5.700 

Visual Evaluation 

Time Shrinkage Cracking Blistering

6 month None None None 

1 year None None None 

2 year None None None 

3 year None None None 
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